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Chemical Resistance of Kostrate Edge CR (Chemical Resistance) Line

	Chemical


	Edge LE
	Edge SE
	Edge ME
	Edge HE
	Edge Max E

	
	
	
	
	
	

	Acetic Acid (5%)
	+
	+
	+
	0
	0

	Acetone
	-
	-
	-
	-
	-

	Ammonia (aqueous)
	-
	-
	-
	0
	0

	Ethanol
	+
	+
	0
	0
	0

	Ethyl Acetate
	-
	-
	-
	-
	-

	Ethylene Glycol
	+
	+
	+
	0
	0

	Hexane
	-
	-
	-
	-
	-

	Hydrochloric Acid (15%)
	+
	+
	+
	0
	0

	Methyl Ethyl Ketone
	-
	-
	-
	-
	-

	Motor Oil
	+
	+
	+
	+
	+

	Olive Oil
	+
	+
	+
	+
	+

	Toluene
	-
	-
	-
	-
	-

	Water
	+
	+
	+
	+
	+

	Methanol
	+
	+
	+
	+
	+

	Butyl and Ethanol alcohol
	+
	+
	+
	+
	+

	N-octal alcohol
	+
	+
	+
	+
	+

	Alcohol
	+
	+
	+
	+
	+

	Mineral Oil
	+
	+
	+
	+
	+

	Soybean Oil
	+
	+
	+
	+
	+

	Petroleum Jelly
	+
	+
	+
	+
	+

	Beer
	+
	+
	+
	+
	+

	Sugar Solutions
	+
	+
	+
	+
	+

	Honey
	+
	+
	+
	+
	+

	Acids (tomato or carrot)
	+
	+
	+
	+
	+

	Laundry/Dish Detergents
	+
	+
	+
	+
	+

	Tea
	+
	+
	+
	+
	+

	Sweet Drinks
	+
	+
	+
	+
	+

	Juice and Milk
	+
	+
	+
	+
	+


+ 
good resistance

0
limited resistance

-          not resistant

	Chemical



	Edge LE
	Edge SE
	Edge ME
	Edge HE
	Edge Max E

	Liquids with high PH factors
	+
	+
	+
	+
	+

	Mono or lightly unsaturated fats and oils
	0
	0
	0
	0
	0

	Castor Oil
	0
	0
	0
	0
	0

	Corn Oil
	0
	0
	0
	0
	0

	Mayonnaise
	0
	0
	0
	0
	0

	25-50% Acetic Acid Grapefruit Juice
	0
	0
	0
	0
	0

	Aromatic and aliphatic hydrocarbons
	-
	-
	-
	-
	-

	Toluene
	-
	-
	-
	-
	-

	Propane
	-
	-
	-
	-
	-

	Gasoline
	-
	-
	-
	-
	-

	Turpentine
	-
	-
	-
	-
	-

	Kerosene
	-
	-
	-
	-
	-

	Halogenated compounds
	-
	-
	-
	-
	-

	Carbon Tetrachloride
	-
	-
	-
	-
	-

	Bromoform
	-
	-
	-
	-
	-

	Refrigerants
	-
	-
	-
	-
	-

	Sulfuric and Nitric Acids
	-
	-
	-
	-
	-

	Aromatic i.e. Aniline
	-
	-
	-
	-
	-


+ 
good resistance

0
limited resistance

-          not resistant

Note: The above are lab results and are true to the best of our understanding. 

Final chemical resistance for your application is to be determined by each client.

The information provided above is based upon typical values. Typical values are intended only as guides. Each customer is responsible for determining whether products and information in this document are appropriate for the customer’s use. PSG MAKES NO OTHER WARRANTIES, EITHER EXPRESSED OR IMPLIED INCLUDING MERCHANTABILITY OR FITNESS FOR A PARTICULAR APPLICATION PURPOSE.
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